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ABSTRACT

OBJECTIVE

The goal of this project isto develop a catalyst for the oxidation of volatile organic compounds (VOC)
and the reduction of NO in the presence of SOx and trace metals. Three primary objectives are

described below:

1. Develop afundamental understanding of the relationship between vanadium's valence state

in the precursor solution and catalytic performance

* Quantify the distribution of vanadium valence states in the precursor solution

» Use XPS, Raman, FTIR, XRD, TPD, BET surface area and pore size distribution
 Develop a method to quantitatively determine the amounts of anatase and rutilein

polyoxide supports

2. Perform a parametric study on the best catalyst system
* Observe the effects of different reaction conditions on catalytic performance
* Vary reaction temperature, GHSV, and NO concentration



3. Study the best catalyst system under industrial conditions
» Use a synthetic feed containing soz and w20

* Bum coal in abench-scale combustor to provide areal feed stream

ACCOMPLISHMENTSTO DATE

A number of commercial titania supports have been used to study the effect of two different catalyst
preparation methods.  X-ray diffraction and nitrogen adsorption were used to examine the
crystallographic structure, surface area, and pore size distribution of the supports. Supported vanadium
pentoxide catalysts were synthesized by wet impregnation using either a newly made or aged vanadium
oxalate solution. UV NIS spectroscopy and capillary electrophoresis were used to obtain the

distribution of vanadium valence states in the precursor solution as a fimction of time, since our previous
work (Economidis et al., 1999) determined that v+swas reduced to V+4 over time. In addition,

Degussa P25 titania was used to examine the surface interaction between vanadium pentoxide and
titania at different degrees of thin layer coverage using selected combinations of vanadium valence states
in the precursor solutions. Y CPS, XRD, FTIR, and catalytic performance data were used to better
understand the surface interactions between the thin layers of vanadium pentoxide and P25 titania.
Samples of Ohio coals (Powhatan, Harrison, East Fairfield) have been received from FirstEnergy
Corporation. The bench-scale combustor is currently being optimized to generate reproducible trials.

A number of trends were found in the catalytic data collected from the catalysts synthesized from
commercial titania supports. First, high crystallinity titania (Aldrich) does not guarantee better catalytic
activity when compared to other less crystalline forms of titania (Hombikat), which contradicts the
earlier view supported by several research groups. Second, the rutile phase of titania (Kemira) is
capable of providing substantial NO reduction under these conditions, when the anatase phaseis
usually preferred. Finaly, catalysts prepared using a high surface area support (Hombikat) can perform
just aswell as other titania supports that contain other oxides wos) that are used in industrial catalyststo
enhance acidity. Other interesting results were found after comparing the activity data of catalysts
synthesized using the newly made  (v+s) or aged (V+4) vanadium oxalate solution. Our initial results
showed that using V+4 during the wet impregnation process provided higher activity over awider
operating temperature range when compared to V+5; however, current results reveal a more complex
trend that includes additional properties other than the valence state of vanadium in the precursor
solution. Surface area appears to play arole in the performance difference of catalysts prepared by the
two different wet impregnation methods. Low surface area supports show a greater differencein
catalytic activity, while high surface area supports perform almost identically regardless of the
vanadium precursor solution used. Our catalytic findings will be published in a series of papers. BET,
FTIR, XRD, Raman, UVNIS, and XPS are currently being performed to help us understand the
systems under investigation.



PLANS FOR THE COMING YEAR

» Correlate afundamental understanding of vanadium's valence state in the precursor solution with
observed surface phenomena

» Continue characterization with modem analytical techniques (XPS, XRD, Raman, FT-IR, TPD,

uv-

VIS)

* Investigate the parameter space for the most effective catalysts using a synthetic feed stream
» Study the most effective catalysts in the presence o soz and Hzo using synthetic feeds and real feeds

generated by burning selected high sulfur coals in a bench-scale coal combustor
» Proceed with kinetic studies to gain additional information about the surface of the catalysts
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